
  

 

Appendix – 10.1 

List of specialized fibres / filament yarns 
 

Sr. 

No. 
Description 

1 Meta-Aramid Staple Fibre / Filament Yarn 

2 Fluoro Carbon Fibre (PTFE- Polytetra Fluoroethylene Staple Fibre / Filament 

Yarn 

3 Para-Aramid Staple Fibre / Filament Yarn 

4 Melamine Staple Fibre  

5 Polyamide Staple Fibre 

6 PAN based Carbon Staple Fibre 

7 Carbon Fibre Pitch based Staple Fibre 

8 Glass Staple Fibre / Filament Yarn 

9 Basalt Staple Fibre 

10 High Density Polyethylene (HDPE) Staple Fibre 

11 Epitropic Staple Fibre 

12 Stainless Steel Staple Fibre 

13 Polyphylene Sulfide Staple Fibre (PPS) 

14 Phenolic Staple Fibre 

15 Conductive Staple Fibre 

16 Bi-Component Staple Fibre 

17 Low Denier Polypropylene Staple Fibre (Below 2.5 Denier) 

18 PVA Staple Fibre (Polyvinyl Alcohol Staple Fibre) / filament yarn 

19 PBI (Polybenzimidazole) Staple Fibre 

20 PBO (Poly-Phenylenebenzobisoxazole) Staple Fibre 

21 Micro Denier Staple Fibre 

22 Seaisland type micro denier Staple Fibre 

23 Split type micro denier Staple Fibre 

24 Nano denier Staple Fibre 

25 Fire Retardant Polyester / Polypropylene Staple Fibre 

26 Low Melt Polyester Staple Fibre 

27 Fire Retardant Viscose Staple Fibre 

28 High tenacity viscose staple fibre 

29 Moda Acrylic Staple Fibre 

30 Homopolymer Acrylic Staple Fibre 

31 Nylon (Polyamide) Staple Fibre    

32 Ceramic Fibres / Filament Yarn 

33 Adhesive Yarns 

34 Spun Yarn of above listed High Performance Staple Fibre 

35 Nylon 66 and Polypropylene filament yarn 

36 Flame retardant polyester filament yarn 

 


